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MANUAL SYSTEM 

SIMPLE MANUAL CRACK TESTING FOR SMALL QUANTITIES. 

 

 
 

TECHNICAL DESCRIPTION 

In a manual crack testing system, your products are placed into the system by hand. They are then 

manually treated with the penetrant. After a defined period of penetration time, the excess penetrant 

is carefully washed off and in the next stage the part is carefully inspected in a darkroom under a UV 

light. The part is then transferred to the next stage of the process. 

 

With a MONTA crack testing system, you get a technically high-quality and user-friendly system which 

reliably tests your products and guarantees you optimum quality. 


